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 Item No. 50-20 
 Mr. Miller 
 Date: 8/19/04 
REVISION TO 1999 STANDARD SPECIFICATIONS 
SECTION , BEGIN LINE 360, DELETE AND INSERT AS FOLLOWS: 
  (a) Steel Castings Blank. 
 
   1. Steel Castings for Highway Bridges. Steel castings for use in highway 
bridge components shall be in accordance with AASHTO M 192M (AASHTO M 192), 
class 620 (90). 
 
   2. Chromium Alloy Steel Castings. These castings shall be in accordance 
with ASTM A 743M (ASTM A 743). Grade CA 15 shall be furnished unless otherwise 
specified. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Other sections containing General Instructions to Field Employees 
specific cross references:  Update Required? Y___ N___ 
    By - Additional or Revision 
 Frequency Manual 
  Update Required? Y____ N____ 
  By – Addition or Revision 
 
Recurring Special Provisions Standard Sheets potentially affected: 
potentially affected: 
  
 
Motion: Mr.  Action: Passed as submitted; revised 
Second: Mr.  Effective - ________________ Letting 
Ayes:  _____________________ Supplementals 
Nays:  
   Withdrawn. Resubmit? _____ 
 
   Received FHWA Approval? ____ 


